
 

1 Surfacing is asphalt 
 
 
 
 
 
 

…………. �  2  

Surfacing is thin bituminous 
seal 
 
 
 
 
 

…………. �  4  

2 Pothole is deeper than asphalt 
wearing course 
 
 
 
 
 

…………. �  3  

Bottom of pothole is within 
asphalt wearing course 
 
 
 
 
Shallow asphalt (HMA 
or cold mix)  

3 Pothole caused by cracking due to 
fatigue of asphalt 
 
 
 
 
Deep repair after sub-soil 
drainage installation   

Pothole caused by localised 
surface water ingress with no 
associated crocodile cracking 
 
 
 
Medium depth asphalt 
repair    

4 Pothole has exposed an 
unstabilized base 
 
 
 
 

…………. �  5 
 

Pothole has exposed a 
stabilized base 
 
 
 
 

…………. �  10 
 

5 Pothole is not associated with 
cracks 
 
 
 
 

…………. �  6 
 

Pothole is associated with 
cracks 
 
 
 
 

…………. �  8 
 

6 Pothole affects seal and top of base 
only (< 50 mm)  
 
 
 
 
Shallow surface repair  

 

Pothole extends > 50 mm into 
base 
 
 
 
 

…………. �  7 
 

7 Pothole affects only the base 
 
 
 
 
 
Medium depth repair  

 

Pothole extends below the 
base 
 
 
 
 

…………. �  8 
 

8 Pothole does not affect entire 
pavement structure (only base and 
subbase 
 
 
Medium depth or deep 
repair  

 

Pothole affects entire 
pavement structure - 
deformation 
 
 
 

…………. �  9 
 

9 Pothole is the result of saturated 
subgrade or support 
 
 
 
Deep repair after sub-soil 
drainage installation  

 

Pothole is the result of poor 
material – no evidence of 
excessive sub-soil water 
 
 
 
Deep repair  

 
10 Top of base has carbonated and is 

weak 
 
 
 
 

…………. �  11  

Top of base has not 
carbonated excessively and is 
still strong 
 
 
 
Shallow surface repair  

 
11 Pothole is associated with crocodile 

cracking 
 
 
 
 
Deep repair   

Pothole is not associated with 
crocodile cracking 
 
 
 
Medium depth repair  

 



 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 



  
 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 


